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structure of the material. Very high strain rates may be 

3,507,034 achieved, affording heretofore impossible accomplish- 
METHOD AND APPARATUS FOR PRECISION 

SIZING AND JOIINPNG O F  LARGE DIAM- 
ments in the forming of hardened materials. Surface mai- 

ETER TUBES ring of the workpiece, a bothersome aspect of more con- 
Robert $. schwinghamer and J 1) ~ ~ ~ ~ i ~ l ~ ~ ,  ~ s ~ ~ ~ ~ ~ i l l ~ ,  s ventional folming techniques, can be avoided in magneto- 

Alas, assignors to the United states of America s~ repre- forming. The entire operation is clean, dry, easy to 
sented by the Administrator of the National Aeronau- execute, and may be performed nith apparatus essentially 
tics and Space Administration flee of moving parts. 

Filed May 8, 1967, Ser. No. 637,882 Although prior art devices and methods for magneto- 
Int. C1. B23b 11/00; B2ld 26/14, 39/04 10 motive forming offer inhelent advantages in comparison 

U.S. CI. 29-517 to more conventional practices, relatively few tools suit- 
able for specific job situations and applications have been 

ABSTRACT O F  THE DISCLOSURE 
introduced. Many times, it is impractical or impossible to 
bring the workpiece to the metal forming equipment. For 

A method and apparatus for portable high precision I j  example, in the fabrication of large metallic structures, 
magnetomotive bulging, constricting, and joining of large such as rocket vehicles, sizing, blanking, and stress re- 
diameter tubes. The method allows decremental, very ac- moval operations are frequently requiled. Also, the great 
curate changing of the diameter of very large tubes, as size and weight of the components prohibit movement 
well as high quality joints obtained by either bulging or and application of the components to the forming equip- 
constricting overlappi~lg ends of two tubes. The appara- 20 ment. Therefore, a fully poltable device is needed which 
tus consists of a magnetomotive coil positioned either in- not only can be readily moved into proximity to the 
side or outside of the tube and a non-conducting mandrel workpiece but which can be applied directly to the par- 
(or forming die) on the other side. The magnetomotive ticular workpiece area that is to be manipulated. 
coil has square conductors which are recessed, and thus One particular problem which plagues engineers who 
separated by an air gap, from the tube. The constricting 25 deign and fabricate large aerospace rockets is the dif- 
coil has a split metal sleeve for withstanding hoop stress. ficulty in obtaining lalge metal tubes which are manu- 
The tube (workpiece) is insulated from the coil by a thin factured to close enough tolerances. Large rocket engines 
plastic sleeve. The power supply is an electrically floating use liquid oxygen at a rate of several tons per second, fed 
system. through large metal liquid oxygen lines. These lines pass 

30 down through the fuel tank and are covered by an over- 
size aluminum alloy tunnel which allows an insulating 

BACKGROUND O F  THE INVENTION gap between the fuel line and the tunnel. Particular dif- 
ficulties have been encounteled in obtaining tunnels of 

The invention described herein was made by em- close enough tolerance to insure their successful welding 
ployee the United States Government and may be man- 35 into mating fittings in the bulkheads or tank ends. There- 
ufactured and used by or for the Government for gov- fore, a method of precision sizing was needed to bring 
ernmental purposes without the payment of any royalties the large tubes into usable tolerance. 
thereon and therefor. The accomplishment of bulging large metal tubes as 

Field of the invention 40 practiced in the prior art involves very high hydraulic 
This invention relates to a method and apparatus for pressures plus a requirement for massive end loading 

lnetal working and mole spceifically to a method and ap- forces. The equipment is not only extremely massive but 
paratus for poltable high precision magnetomotive bulg- quite expensive as well. In operation it is clumsy, cumber- 
ing, constricting, and joining of large diameter metal tubes. S0n'e3 and 

45 . Constriction of large tubes as taught by the prior art 
Description of the prior art 1s accomplished by one of two methods: 

In recent years, particularly, much effort has been de- (1) The tube is made undersized and an expanding 
voted to seeking better tools and techniques for working mandrel is used to bring the tube to the required diameter 
metals to the shapes required. This working of metal to by exerting Pressure on the inside of the tube; or 
desired shapes involves a variety of operations, such as 50 ( 2 )  The tubes are “walked'' back down to 
sizing, blanking, flaring, stress and other opera- the Proper diameter by a repetitive impaction on the tube 

tions which are well known in the art. Among the newly by " Set "guillotine dies." 
developed tools and techniques for performing metal Both the hydraulic bulging and constricting prior art 
working operations are those lelated to the sphere of n~ethods just described have the following disadvantages: 
activity known as electromagnetic folming or magneto- 65 Fuids and high pressures are and 

motive forming. This mode of manipulating metal is based leaks, safety, messiness, and precision control are always 
on the creation by electrical discharge of an intense mag- a problem. 
netic field about a shaped conductor, such as a coil d ~ s -  (2) Work hardening is frequently a serious problem in 
posed adjacent to the L,,orkpiece. induced cur- conventional bulging or constricting work; therefore, heat 

is *bus caused to floiv in the tvorkpiece in a directioll 60 trcatlng operations are frequently required to obtain the 
opposite to that Bowing in the col!. The field associated de'"ed level strength. 
with t h ~ s  induced current leacis aga~nsi the nlagnetic field ( 3 )  Forming takes place at such low enelgy rate levels 
around the coil prod~crng 111tense l o r c e ~  between the toll that actual material Iupture 1s a constant worry; conven- 
and the metallic worhpiece. If Ihe cod has a degree of t'""al formabilitf is '" 
siluctural or inertial rigidity greatel than the workpiece, 65 (4) The distribution the forming force is planar and 
a yielding of the workpiece under the magnetic forces laminar and certainly non-is~d~namrc. 
will occur. (5) Strain rates attained are quite low relative to the 

Working of metal with electromagnetic forces has sev- magnetomotive method and formability is in no way corn- 
era1 intrinsic and important advantages. The isodynanlic parable with the magnetomotive technique, where high 
forces are distributed relatively uniformly through the 70 strain rates allow fo~ming of high strength alloys in the 
material which is being manipulated, effecting a natural hardened condition. 
reshaping without causing appreciable change in the grain ( 6 )  The equipment required for bulging or constricting 
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of Zdrgc tubes 1s by no means portable. Rather, it 1s mas- kI6URE 4 is an edge view of the constricting coil of 
slve and non-mobile, with very little flexibility. FIGURE 3 .  

As has been discussed previously, the concept of FIGURE 5 is a sectional view of the constrictilig coil 
magnetomotive metal forming is know11 In  the prior alt taken along line 5-5 of FIGURE 3 
Iiowevei, the plior art m~gnetomoiivt: devices have been _ FIGURE 6 ia a se~lio~;dl view of the conbtriciing coil 
limited to the forming of small objects, using small coils. " in position on a large diameter tube. 
These magnetomotive devices previously pioposed suffer FIGURE 7 is a greatly enlarged sectional view of a 
from a number of drawbacks. Coil designs in particular constricting coil, showing a possible arrangement of the 
in the prior art devices are not capable of handling the coil. 
voltages and currents necessary to form the large di- FIGURE 8 is a sectional view illustrating a voltage 
ameter tubes. In actual tests, these coils have deteriorated breakdown path in the magnetomotive sizing coil in- 
quite rapidly in use. The quantity of energy delivered by corporated into the invention. 
them was deficient, variable, and unpredictable from one FIGURE 9 is an end view of a large thin-walled tube 
discharge to the next. The occurence of electrical arcing with a bulging coil inside the tube and a shaping die 
from the coil to the workpiece could not be tolerated 15 outside the tube. 
because of the attendant danger of marling or destruction FIGURE 10 is an edge view of a bulging coil. 
of the workpiece. These objectionable features of the FIGURE 11 is a side elevational view of the bulging 
prior art devices have been found to be largely attribu- coil of FIGURE 10. 
table to their design, particularly their coil design, and to FIGURE 12 is a sectional view showing a bulging coil 
the selection and ar~angement of the materials in the 20 and a shaping die in position on a large thin-walled tube. 
coil. FIGURE 13 is a sectional view showing a n  arrange- 

Some of the prior a ~ t  magnetomotive devices heat the ment for joining large thin-walled tubes. - - 
workpiece before forming i t . ~ h i s  has the disadvantage of 
allowing the workpiece to distort by relieving residual DESCRIPTION O F  THE PREFERRED 
stresses. Moreover, heating: the work~iece may remove or; EMBODIMENT 

-v  

the temper of the metal o;otherwise adversely -affect the With continued reference to the accompanying figures, 
character of the metal in the workpiece, and except for and with initial attention directed to FIGURE 1, refer- 
certain refractory metals, is generally not desirable when ence number 10 generally designates an illustrative em- 
forming in the hardened high strength condition, as the bodiment of the invention used for =duction sizing of 
present invention allows. 30 large thin-walled metal tubing. A principal component 

it has been noted that the of the invention is the shrinking coil 12. A portable power 
ment of the prior art devices was not suitable for use with supply is provided for supplying and controlling pulses 
large metal tubes because of the particular problems in- of electrical energy so as to produce a varying field of 
volved and the inability to cope with the very high power high intensity about the coil 12. This power supply in- 
required. 35 cludes a high voltage source 14 for charging a bank of 

SUMMARY OF THE INVENTION capacitors 16. Connected to the capacitor bank 16 is a 
switching means 18. such as an innitron. The switching 

Accordingly, it is an object of this invention to provide means f8 is operated by a trigger 20. The electrical 
a method and apparatus for portable sizing and joining energy system just described, which has an energy cap- 
of large diameter metal tubes which allows greater pre- 40 ability of about 240 kilojoules, is connected to the coil 
cision and accuracy than with prior art devices. 12 by a plurality of transmission lines 22, preferably 

1t is a further object of the invention to provide a meth- co-axial cables, which enter the electrical energy system 
od and apparatus for sizing and joining large metal tubes through a connector box 24. 1t is desirable that the 
which allows working directly with the hardened, high transmission lines 22 be quite long so that the coil 12 
strength materials, thus eliminating welding, heat treat- 45 may be taken a considerable distance from the power 
ing, and distortion. supply to the location of the workpiece 26. 

It is a still further object of this invention to provide a The entire system is electrically floating, which pre- 
method and apparatus which allows successful magneto- vents the setting up of high voltage stresses between the 
motive forming of very large metal tubes using very large work coil and the workpiece. This also prevents the 
coils, without coil breakdown. 50 dangerous situation which is encountered when one uses 

These and other objects are accomplished in the present a grounded system, and the workpiece is actually poorly 
invention in which an electrical circuit having a bank of grounded. This can be lethal, because of the high poten- 
fast discharge type capacitors is connected by means of a tials which result from high current flowing through a 
switch to a magnetomotive coil through low inductance poor (high resistance) ground. 
cables. The coil has a plurality of turns which are recessed 55 Considerations behind the design of constricting coil 
into the coil form so as to create a specially calculated 12 are as follows: 
air gap between the conductors and the tube to be sized. It  has been determined in plasma physics work that 
Application of power to the circuit causes pressure of the magnetic field pressure follows the basic relationship: 
order of 840 pounds per square inch which, for example, 
is sufficient to affect high precision sizing of a 25 inch 60 P=B2/2U 
diameter, .224 inch thickness wall cylinder of high 
strength alloy to as much as a ~ 0 0  inch di- where is the Pressure in Newtons per square meter, B is 
ameter reduction. the magnetic field strength in Teslas, and U= 1 . 2 5 ~  

in air in the mks, system of units. 
BRIEF DESCRIPTION OF THE DRAWINGS 6s From this, it is easily shown that one megagauss f 100 

Teslas) 4s no-irghly equivalent lo 580,000 p.s.i, of actual 
The invention be more understood when plessure. This is generally indicative of the tremendor~s 

taken together with the accompanying drawings in which: p,s,ures attainable by fhe field FIGURE 1 is a flow diagram showing the components the follolving example, it is *hat a 25" of an illustrative embodiment of the invention used for 70 diameter, ~ 2 4 "  wall thickness cylinder of aluminum 
constricting a large diameter tube. alloy is to be precision constricted .loo" in diameter. 

FIGURE 2 is a perspective view showing a constricting For such a cylinder, the longitudinal yield is 47,000 p.s.i. 
coil and mandrel in position on a large diameter tube. and the transve~se yield is 46,000 p.s.i. However, hoop 

FIGURE 3 is a side elevational view of a constricting stress effects come into play quite beneficially, so that 
coil. 7 j  the actual magnetic pressure required to constrict the 
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cyiinder by exceeding the yield is considerably less than fittings 4% at either end. Fittings 42 connect with a pair of 
the above vaIues. This is calculated as fo'ollows: eyebolls 44, mounted on  opposib sides of the coil 12. 

2st (2)(47X 103)(.224) =X40 p.R,i. 
Each eyebolt 44 is fastened to a pair of brackets 46 but 

Pm,=-= 
d 25 

is electrically insulated from one of the two brackets 45 
- by an insulator 48, as will be explained below. 

where Pm is the magnetic pressure in p.s.i. required to FIGURES 3, 4, and 5 show the details of the con- 
exceed the yield, S is the hoop stress equivalent of the stricting coil 12. As may be seen best in FIGURES 3 
yield (47,000 p.s.i.), t is the cylinder wall thickness, and and 5, conductor 50 is continuously wound on the inside 
d is the tunnel diameter. of the wi l  form 52 and its turns are recessed considerably 

Therefore, 840 p.s.i magnetic pressure will cause yield- from the inside diameter 54 of the coil form 52, for rea- 
ing, and any magnetic pressure in excess will be sure sons which will be explained below. Conductor 50 has 
to produce good forming. A pressure of 840 p.s.i, is two lead portions 56 which connect to coil conductor ter- 
equivalent to 5 . 8 2 ~  106 Newtons per square meter. A minals 58 located on either side of coil form 52. In  order 
coil configuration is then calculated, based on experience, to prevent leads 56 from cutting coil form 52 under the 
which strikes a reasonable balance between area to be 15 great forces of radial stress during forming, leads 56 are 
worked, and inherent inductance. Then, the magnetic arranged on a rounded path from the inside diameter 54 
field strength required to  attain 840 p.s.i. ( 5 . 8 2 ~  106 of the coil form 52 to the terminals 58. Terminals 58 are 
Newtons per square meter) pressure is computed as fol- firmly fastened to coil form 52, which is also for the 
lows: purpose of preventing shearing of the coil form because 

Bp=[(P) (2U)l' 20 of radial stress. For  the purpose of preventing shearing 
=3.8 Tesla of the coil form because of axial stress, stainless steel 

bolts 60 extend laterally through the coil form 52. Severe 
This is the of peak fie*d strength which hoop tension provides additional tensile and &ear resist- cause yielding of the material. T o  attain that field, one ance. must now consider the current required to  do this. It has 25 As may be seen in FIGURE 4, conductor makes been determined empirically by the inventors that the four full turns around the inside diameter 54 of the coil 

following relationship holds: form 52. Square wire is used for conductor 50 because 
I ~ = ( B ~ ) ( D ) / ( K )  ( 4 ~  10-1) this gives much more bearing surface in the axial direc- 

~ 6 0 . 3 2 5  amveres tion, and the turns then do not shear off the coil form 
Where Ip is the peak current at first maximum, ,, is 30 lands 61 due to the tremendous axial compressive forces 

during discharge. Coil conductor 50 is preferably made the coil diameter in meters, K is a constant which is ap- of any known material which provides an advantageous proximately 100 for a coil of this configuration. tradeoff between good tensile strength and reasonable with a given pulse discharge and a given electrical conductivity. A layer of tough insulating enamel work coil, the voltage used will then determine the cur- gj  or varnish 62 is used over the conductor to provide rent obtained. This value of voltage which gives 60,325 additional protection against voltage breakdown. amperes, in the case under consideration, can be deter- 
mined as follows: Looking again at  FIGURES 3 and 5, two 180' stainless 

steel ring segments 64 extend around the outer circumfer- 
ILI'Z ence of the coil form 52 and form a ring which is 

E=-- 
CI/Z 40 designed to contain, o r  withstand, the hoop stress devel- 

oped during constricting operations. Each of the two ring 
=8.5 kv. As mentioned above, brackets 46 of adiacent ring serr- 

where is the capacitor charge voltage, is the sys- ments 64 has a pair of brackets 46 mounted at itsend;. 
As mentioned above, brackets 46 of adjacent ring seg- 

~$~~~~ ~~~~~~~ & ~ ~ ~ e s ~ a -  46 ments 64 are fastened together, on both sides of the ring, 
by eyebolts 44. Eyebolts 44 are used for suspending the Therefore, the design data has produced the following coil 12, In addition, they space apart, as well as fasten information: together, the adjacent brackets 46. Two air spaces 66 

required (considering stress): 3'8 separate *he two segments 64. As also mentioned 
Tesla. 

( 2 )  Current to attain 3.8 Tesla: 64,000 amperes. 50 above, an insulator 48 is used to electrically insulate each 
eyebolt 44 from one of the two adjacent brackets 46. 

(3)  needed On a 1200 I * ~ '  capacitor bank Thus, the two ring segments 64 are electrically insulated meet above requirements: 8.5 kilovolts. from each other, even though they are securely fastened Tests and application have shown this method reliable together. In this way, the coil structure 12 avoids the in determining the threshold of forming under condi- 55 turn effect,,, which would certainly appear as a tions in which constricting coil 12 is employed. The en- "one-tum of a transformer to the work coil 
ergy required then, to  just cause yielding of the material stainless steel is preferred for use in the ring segments be- 
is : cause it does not extract much energy f ~ o m  the coil and 

Q=% CE2 does not create high repulsion forces. This is because of 
=43,400 joules 60 its high resistivity and the deep penetration of the mag- 

Where Q is energy in joules, C is capacitance in farads netic field in stainless steel. 
and E is voltage in volts. FIGURE 6 shows a sectional view of the constricting 

Referring now to FIGURE 2, the portable constricting coil 12 mounted on a tube 26 with non-conducting man- 
coil 1% may be seen in position on the workpiece, latge, drel 28 on the inside of the tube 26. Air gap 68 may be 
thin-tvalled tube 26. An uadersized nlandrel 28 is posi- 65 seen between the conductors 50 and the tube 26. Also, be- 
tion& on the inside of tube 26, opposite the coil 62. tween the coil 12 and tube 26 is the plastic sheet @@, vihich 
Between the coil 12 and the tube 26 is positioned a thin was previously described with regard to FIGURE 2. 
plastic sleeve 30. This sleeve, which may, for example, Air gap 68 is an important feature in the design of the 
be on (he order of ,007 inch thick, helps prevent arcing coil 12 of the present invention, In the recess-air-dielectric 
between the coil and the workpiece, and therefore pre- 7 0  concept which is employed in the invention, it is empha- 
vents the workpiece from becoming a "host" conductor. sized that the rectangular coil conductors 30 are recessed 
The coil 1% is suspended from the hook 32 of a hoist by a specified amount, which is rather critical for opli- 
(not shown). The hook 32 is fastened into the lifting mum results. 
hole 34 of weight suspension plate 36. Side holes 38 in The rationale behind the coil design is as follows: 
plate 36 connect with suspension cables 40 having eye 75 Looking at FIGURE 7, a greatly enlarged sketch may 



be seen showing a possible arrangement for the coii X2 
and worlrpiece (tube) 26. If one attempts to provide solid 
insulation 70 over the conductors 50, an almost impossible 
situation results, this is because the voltage across two 
dielectric materials (essentially in series) divides in a - 
manner inversely proportional to the dielectric constant. ' 
A typical voltage breakdown path is shown at 72. This 
path passes from conductor $0 through insulators 62 and 
70, air gap 68, insulator 30, a portion of the workpiece 26, 
insulator 30, air gap 68, insulators 70 and 62, and finally 
back to an adjacent turn of conductor 50. 

FIGURE 8 is a diagram showing a straight-line break- 
down path 74 which may be substituted for the indirect 
voltage breakdown path 72 shown in FIGURE 7, in order 
to simplify the theoretical considerations involved in volt- 15 
age breadown. Assuming thqt: (1) the insulation has a 
dielectric cpnstant of 3, and (2) the electrical system is 
"floating," then the voltage V djvides as shown in the dia- 
gram with '/s V across each of the two insulator portjons, 

This meaqs that %I the turn-to-turn voltage gradient 20 
will appear *cross the air gap. Values one might ordi- 
narily assume for insulation thickness and air gap could 
be '/s inch and perhaps as little as .003 inch, respectively. 
If the total voltage drop across the insulation is ?4 V, then 
the voltage drop across each of the two portions of in- 25 
sulating material is ?h V. If the coil is a four-turn, 10- 
kilovolt coil, then 

,034 
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face that the Reid profile is nluch more constant at that 
distance, and the coil then is much less sensitive lo cou- 
pling and energy content variations, 

For example, in operation, the coil is pulsed and moved 
incrementally along the periphery being sized. El was 
found that successive passes over the same area produced 
further reductions in diameter over the same mandrel, 
and fortunately, it proves to be a decremental decrease in 
diameter so that really fine precision sizing is possible. 
Table 2 shows this effect for a total of four passes. 

TABLE 2.-DECREMENTAL DECREASE I N  .224 INCH WALL 
THICKNESS LIQUID OXYGEN TUNNEL WITH SUBSE- 

QUENT PASSES OF PORMING COIL 

Outside diameter 
hicasured (inches) Reduction (inches) 

Befo~e Pass #I- ... ...-.. 25.530 
After Pass a ...-...... 25.438 
Aftel Pass #2 ._-_... . .. 25.411 
AIter Pass #3 -.-_..-... 25.402 
After Pass #4 ._--...... 25.397 

Thus, it may be seen that the constricting coil of the 
present invention solves the very serious design problem 
of voltage breakdown inherent in large coils. In addition, 
it provides, as an auxiliary benefit, much more accurate 
results than were possible before. Moreover, in spite of 
repeated sizing shots, very little w ~ r k  hardening results. 

Referring back to FIGURE 1, one cycle of operation 
of the invention operating in the constricting mode fol- 
lows: Power s u v ~ l v  14 furnished Dower to capacitor bank - - A .  

me dielectric stress (volts/inch) for both pieces of in- 30 16, where the power is stored. when trigger unit 20 closes 
sulating material in the breakdown path of a 10 kv., four. ignition switch 18, power from capacitor bank 14 is 

turn coil is then: switched into connector box 24 and then through co-axial 
transmission lines 22 to constricting coil 12. When coil 12 

stress (insulator) = ()./sVt-l/sv) (2.5X lo3) - - receives the power pulse, an intense magnetic field is set 
3i inch thick 33 up about the coil 12. Also, a current is induced in the 

2 . 5 ~ 1 0 3  volts/inch or 2.5 volts/mil workpiece 26. This induced current flows in a direction 
opposite to the direction of the current flowing in the coil 

(a value which is quite safe). 12. The magnetic field around the workpiece 26 reacts 
However, the air gap is stressed as follows: against the magnetic field around the coil 12. producing 

stress (air) = 'v(2'5 lo') =312,000 volts/inch 
40 i k n s e  forces between the coil 12 and the woripiece 2 6  

.OO8 inch thick Since the coil 12 has a greater structural rigidity than the -.- - 

(a value which will certainly cause breakdown of the air workpiece 26, a yielding of the workpiece occurs. 
Different modes of operation of the constricting device gap; arcing is inevitable) ) . are possible. For example, the coil 12 may be pulsed sev- 

In the dangerous situation where the workpiece is 43 eral times in position, or coil 12 may be pulsed and moved 
grounded, the vqlue of V will be 10 kv. instead of 2.5 incrementally along the surface of the tube 26. In either 
kv. The dielectric stress across the one pie- of insulation mode, successive pulses yield a decremental decrease in 
will then be: the diameter of the tube 26. Therefore, after several passes 

in either mode. verv fine urecision sizing of the tube 26 
stress (insulation) = 

( 3 4 ~ )  ( lo4 volts) - - 
?/a inch 

60 may be accoml;lish~d. A 

- 
FIGURE 9 shows an illustrative embodiment of the 

20,000 volts/in~h or 20 volts/mi invention which may be used for expanding or bulging a 
large tube 26. A bulging coil 76 is positioned on the inside (which is still completely safe for the insulation). of the tube 26. Conductors 78 of the bulging coil are 

However, the stress in the air gap gets even higher: 53 wound on the outside of the coil form 80 of the bulging 
3/4~(104 volts) -7500~- coil 76. Outside forming die 82 is shown in a slightly open 

stress (air) = --..... .003 .003 condition, in a position opposite the bulging coil 76. Die 
82 is equipped with a hinge 84 and a pair of locking 

2,500,000 voltslinch brackets 86. Die 82 also has a concave portion 88 which 
(a  value which is dangerous, but represents "over-kill" in 60 allows room for the tube 26 to be expanded by the bulging 

a sense, since the lower air stress obtained with the coil 76. When forming die 82 is closed and the bulging 
ungrounded workpiece would already cause trouble). coil 76 is pulsed, tube 26 is bulged outward in a convex 

configuration (see 90 in FIGURE 12) which conforms to 
Obviously, then, one musk arrive at the proper propor- the shape: of &e concave 88 of die g2, 

tion of air gap versus splid dielectric material lo  avoid (j5 FIGURES 10 and 1 1  $how the of the 
serious breakdown problems. The solution to adequate air hlgjnsg coil 46. eonductor T~ is P,otrnd on the outside 
gap protection may be calculatd as follows: the coil form 80 and is recessed considerably from the out- 

1 inch side diameter 92 of the coil form 80, for the same reasons 
gap= 2.5 X 103 volbs X = .0328 inch 

96,200 volts already discussed for the constricting coil I%. Coil conduc- 
70 tor 78 has lead portions 94 and 95, which lead out from 

This means that a .0328 inch gap wouId barely stand off the outside of coil form 80 to the inside of the coil form 
the voltage. For safety, this is usually doubled. When this 80. As may be seen best in FIGURE 10, the lead-out path 
is done, voltage breakdown problems are virtually elimi- of lead portions 94 and 95 is rounded, to prevent cutting 
nated. This causes some reduced coil efficiency because of coil form 80 by axial stress applied by coil conductor 
of poorer coupling but this is compensated for by the 75 78, during forming. Lead portions 94 and 95 connect to 
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co-axial cables 22 and the remaining elements of the power convex portions caused by the tubes 26 and 104 being 
supply already described with respect to FIGURE I. forced against the concave poflions 108 of forming die 

As may also be seen in FIGURE 10, coil conductor 48 106. 
makes four full turns around the outside of coil form 80. The coil 76 may be pulsed more than once in place 
Square conductors are used in the bulging coil 76 for the if necessary to properly join tubes 26 and 104. ~ l s o ,  
same reason they were used in the constricting coil 12, ' coil 76 may be moved incrementally and pulsed, if neces- 
namely, to prevent shearing off the coil form lands 96, sary to create a longer crimped overlap portion of the 
which are located between the turns of conductor 78. Con- tubes 26 and 104. However, the outside forming die 
ductor 78 is preferably made of any know8 material which 106 will normally remain stationary, in joining opera- 
has good tensile strength and reasonable electrical con- tions, whether or not the bulging coil 76 is moved. 
ductivity. A layer of insulating enamel or varnish 98 is Another method of joining the overlapping end por- 
used over the conductor 78 to provide additional protec- tions of two large thin-walled tubes is by using a con- 
tion against voltage breakdown. stricting coil outside the tubes and a special mandrel 

A stainless steel split ring, such as ring 64 previously inside the tubes. However, this method is perhaps less 
described as a part of the constricting coil 12, is not neces- 15 convenient than the method and apparatus for joining 
sary in the design of the bulging coil 76. Since the con- which is disclosed above. This is because of the fact 
ductors 78 in the bulging coil 76 are located on the outside that, after the joining operation is completed, difficulty 
portion of coil form 80, "hoop stress" (tendency of the is experienced in getting the mandrel out of the tubes. 
coil to break apart in a radial direction) is not a problem. This problem could be solved, of course, by construct- 

Air gap 100 is an important part of the design of the 20 ing a special mandrel which: (1) may be disassembled 
bulging coil 76. Without proper design, a large coil will or (2) is cut diagonally across its circumference, so its 
fail repeatedly. As explained more fully with respect to diameter may be reduced, for removal. 
the constricting coil 12, providing an air gap of proper From the foregoing it may be seen that the applicants 
dimension does reduce coupling efficiency but produces have invented novel methods for constrictiag, bulging, 
the beneficial and unexpected result of making the field 25 and joining l ~ r g c  thin-walled tubes and novel apparatus 
profile much more constant and therefore making the cod for carrying out each of the methods. ~h~ invention 
76 much less sensitive to coupling and energy content allows a fantastically high strain rate which, coupled 
variations. with the isodynamic nature of the applied force, results 

FIGURE 12 shows a sectional view of a tube 26 which in optimum formability without surface marring of the 
has been bulged outwardly so as to form a convex portion 30 workpiece, and permits working in hard materials di- 
90 on the outside surface of the tube 26. Bulging coil 76 rectly. ~h~ operation is quite fast in a l ~  instances, since 
may be seen in position on the inside of the tube 26. Out- pulse duration is only a few hundred micro-seconds and 
side die 82 with concave portion 88 is positioned on the high repetition rates can be obtained. The equipment is 
outside of the tube 26, directly opposite bulging coil 76. lightweight and portable, yet strong enough to withstand Plastic sleeve 102 is positioned on the inside surface of 35 the tremendous stresses present in performing the tube 26 to prevent arcing between the coil 76 and the a sizing job of this magnitude. It is easy to achieve very tube 26. 

Referring first to FIGURE 12, one cycle of operation fine precision sizing, even in very large diameter tubes 

of the embodiment of the invention suitable for bulging or cylinders, either in bulging or constricting. If toler- 

large diameter tubes follows: bulging coil 76 is positioned 41) ances of the order inch inch are accept- 

inside the tube 26 at the point where the tube 26 is to be able, then no mandrels or dies are needed, and free form- 
bulged. Outside die 82 is positioned opposite the coil 76 ing 's quite satisfactory. 

and is closed. Referring now to FIGURE where the Obviously, numerous modifications and variations of 
elements of the power supply may be seen, power source the present invention are possible in the light of the 
14 furnishes power to capacitor bank 16, where the power above teachings. I t  is therefor to he understood that, 
is stored. when trigger unit 20 ,-loses ignition switch 18, 45 within the scope of the attendant claims, the invention 
power from capacitor bank 14 is switched into connector may be practiced otherwise than is specifically described. 
box 24 and then through co-axial transmission lines 22 to What is claimed is: 
bulging coil 76 ( F I G ~ R E  12). As may be seen in FIG- 
URE 12, when coil 76 receives the power pulse, tube 26 
is bulged outward and tends to conform to the concave 
inner shape 88 of the outside die 82. In order to achieve 
the amount of bulging desired, the bulging coil 76 may 
be pulsed several times in position or it may be pulsed 
and moved incrementally along the surface of the tube 26. 
Successive pulses yield a decremental increase in the diam- 
eter of the tube 26. After several passes, very fine preci- 
sion sizing of the tube 26 may be accon~plished. 

FIGURE 13 shows another embodiment of the inven- 
tion, which is used for joining together two large rubes 26 
and 104. To perform the joining operation, the two large 
tubes 26 and 104, which have slightly different diameters, 
are arranged with their end portions overlapping. A bulg- 
ing coil 46, such as has already been described with refer- 
ence to FIGURES 9 to 12, is positioned inside the smaller 
tube 104. A shaping die I06 having a plurality of corlsave 
portions 108 is arranged on the outside of the outer tuhe 
26 at a point opposite the bnlging coil. A plastic sleeve 
102 is arranged on the inside surface of tube 104 so as to 
insulate the bulging coil 76 from the tube 104. When the 
bulging coil 76 is pulsed in a manner already described 
for the other embodiments of the invention, both tubes 26 
and 104 are bulged outwardly against forming die 106. 
Tubes 26 and 104 are then crimped together. Their over- 
lapping portions have a corrugated configuration, with 

1. A method of high precision magnetomotive con- 
stricting of large diameter metal tubes comprising the 

50 steps of: 
(a)  suspending a magnetomotive sizing coil from a 

hoist, 
(b) moving the coil to the site of the tube to be 

53 constricted, 
(c) placing an undersized mandrel inside the tube at 

the point where the tube is to be constricted, 
(d) covering the outer portion of the tuhe to be con- 

stricted with a thin plastic insulating sleeve, 
00 (e) positioning the coil outside the tube at a point 

opposite the mandrel, 
( f )  passing a high voltage high current pulse through 

the coil, so as to constrict the tube in the vicinity 
of the coil. '' 2. The metbod of high precision magnetomotive con- 

stricting of large diarrleter metal tubes of claim 1 iacfcrd 
ing the further step of pulsing the coil periodically in 
the same position, so as to p~oduce decremental decreases 
in the diameter of the tube to be constricted. 

3. The method of high precision magnetomotive con- 
stricting of large diameter metal tubes of claim I includ- 
ing the further steps of: 

(a )  pulsing the coil periodically and 
75 (b) moving both the coil and the mandrel incre- 
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mentally along the portion of the tube which is to (b)  covering the inner po"tion of the smaller tube lo 
be constricted, between the periodic pulses. be joined with a thin plastic insulating sleeve, 

4. The method of high precision magnetomotive con- (c) placing a magnetomotive sizing coil inside the 
stricting of large diameter metal tubes of claim 3 in- smaller tube at the point where the tubes are to be 
cluding the further steps of: joined, so that coii coild~ictors ale adjacent to the 

(a) continuing to pulse the coil periodically and inner tube but are spaced from it, 
(b) continuing to move both the coil and the man- (d) passing a high voltage, high current pulse through 

drel incrementally back and forth along the same the coil, so as to bulge both the inner and outer tubes 
portion of the tube, between the periodic pulses, in the vicinity of the coil, in order to make a secure 
so as to produce decremental decreases in the size 10 joint. 
of the tube to be constricted. 10. The method of high precision magnetomotive join- 

5. A method of high precision magnetomotive bulg- ing of large diameter metal tubes of claim 9 including the 
ing of large diameter metal tubes comprising the steps further step of pulsing the coil periodically in the same po- 
of: sition, so as to make further decremental increases in the 

(a)  suspending a magnetomotive sizing coil from a 15 diameter of both the inner and outer tubes in the vicinity 
hoist, of the coil. 

(b) moving the coil to the site of the tube to be 11. A method of high precision magnetomotive joining 
bulged, of large diameter metal tubes comprising the steps of: 

(c) covering the inner portion of the tube to be bulged (a)  positioning two large diameter tubes to be joined 
with a thin plastic insulating sleeve, 20 so that the end of one tube overlaps the end of the 

(d) positioning the coil inside the tube at the point where outer tube, 
the tube is to be bulged, so that the coil conductors (b) covering the outer portion of the larger tube to be 
are adjacent to the tube but are spaced from it, joined with a thin plastic insulating sleeve, 

(e) positioning a forming die outside the tube at a 
25 (c) placing a magnetomotive sizing coil outside the 

point opposite the coil, 
( f )  passing a high voltage, high current pulse through 

larger tube at the point where the tubes are to be 

the coil, so as to constrict the tube in the vicinity joined, so that coil conductors are adjacent to the 

of the coil. outer tube but are spaced from it, 
6. The method of high precision magnetomotive bulg- (d) passing a high voltage, high current pulse through 

ing of large diameter metal tubes of claim 5 including 30 the coil, so as to constrict both the outer and inner 
the further step of: tubes in the vicinity of the coil, in order to make a 

(a)  pulsing the coil periodically in the same position, secure joint. 
so as to produce decremental increases in the size of 12. The method of high precision magnetomotive join- 
the tube to be bulged. ing of large diameter metal tubes of claim 11 including the 

7. The method of high precision magnetonlotive bulg- 35 further step of pulsing the coil periodically in  the same 
ing of large diameter metal tubes of claim 5 including position, so as to make further decremental decreases in 
the further steps of: the diameter of both the outer and the inner tubes in the 

(a)  pulsing the coil periodically and vicinity of the coil. 
(b) moving both the coil and the forming die incre- 

mentally along the portion of the tube wbich is to 40 References Cited 
be bulged, between the periodic pulses. 
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